
BSS00_USACE_B10 grain size table % finer than Chart table

Sample I.D. Depth mdpt ( Depth mdpt (m 5% 10% 16% 25% 50% 75% 84% 90% 95% Mean S.D. ( %Sand %Silt %Clay Sample Depth (ft) Depth (m) %Sand %Silt %Clay

B10_J8 46.50 #NAME? 0.00 0.00 0.01 0.03 0.08 0.75 1.27 1.46 1.63 mm 0.6 56.9 32.9 10.2 B10_J8 46.50 #NAME? 56.9 32.9 10.2

9.07 8.05 6.63 5.16 3.66 0.41 -0.35 -0.54 -0.70 phi 3.1 3.5 B10_J10 50.50 #NAME? 32.0 59.2 8.7

B10_J10 50.50 #NAME? 0.00 0.00 0.01 0.03 0.05 0.07 0.08 0.08 0.09 0.0 32.0 59.2 8.7

8.89 7.69 6.25 5.16 4.34 3.88 3.71 3.59 3.45 5.0 1.3
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